
Chemical Composition for Undiluted Weld Metal
AWS Requirements Typical

Carbon (C) 0.04 max.
Chromium (Cr) 21.50-23.50
Nickel (Ni) 8.5-10.5
Nitrogen (N) 0.08-0.20
Manganese (Mn) 0.5-2.0
Silicon (Si) 1.0 max.
Phosphorus (P) 0.04 max.
Sulfur (S) 0.03 max.
Copper (Cu) 0.75 max.
Molybdenum (Mo) 2.5-3.5

Mechanical Properties AWS Requirements (min.) Typical
Tensile Strength 100,000 psi 109,000 psi
Yield Strength Not required 87,000 psi
Charpy V-notch Impact Average Not required
Elongation in 2” 20 % 25%
Ferrite Content Not required

This certifies that the product supplied will meet the requirements of the noted classification and data above. Products supplied in
accordance to the Quality Management System of Washington Alloy Company.
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TRADE NAME: USA 2209-16
Specification: AWS A5.4: ASME SFA 5.4

Classification: E2209-16

Quality Management System
in accordance with

ISO 9001:2000
Cert # 05-R0925

assumes no liability for results or damages incurred from the use of any informa
EST COAST
535 Utica Ave
ancho Cucamong
el(800)830-9033
ax (909)291-4586

Head Office – Pu

tion contained herein, i
a, C

yal

n wh
A 91730

lup, Washington
Washington Alloy Company believes that all information and data given is correct. Use this information to assist in making your
own evaluations or decisions and this information should not be mistaken as an expressed or implied warranty. U.S. ALLOY CO.
ole or in part.


